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Rotary Bomb Oxidation Test (*RBOT) @ 150°C (ASTM D-2272):
A Comparative Study of Hydraulic Fluids Over Time
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*RBOT, now called the RPVOT test, is a measure of the. o idation Time, Minutes
fluid's resistance to oxidation. Higher Minutes = Better Fluid/Stability)
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